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PRODUCT MODEL

PRODUCT STANDARDS

INFORMATION
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The Aggregate Crushing Value (ACV) Test Set provides a relative measure of the resistance of an aggregate to crushing 

under a gradually applied compressive load. Used for the 9.52 mm particle sizes aggregates. AG1120 set; consists of 

steel cylinder, plunger, base plate, cylindrical measure and tamping rod. All parts of the apparatus was produced from 

galvanized steel.

AG1120 Aggregate Crushing Value (ACV) Set is supplied complete with;

• Aggregate Crushing Value Cylinder Ø 75 mm

• Aggregate Crushing Value Base Plate for AG1120

• Aggregate Crushing Value Plunger for AG1120

• Aggregate Crushing Value Cylindrical Measure for AG1120

• Tamping Rod Ø 8x300 mm for AG1120 

DESCRIPTION

TECHNICAL SPECIFICATIONS
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