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DESCRIPTION

TECHNICAL SPECIFICATIONS

The S4380 Shrinkage Limit Test Set is used to determine the maximum moisture content at which the soil does not 

shrink after drying the sample.

The S4380 Shrinkage Limit Test Set is supplied complete with:

• Porcelain Dish 120mm dia.

• Prong Plate

• Aluminum Moisture Content Tin - Ø:45 mm h:10 mm, 2 pcs.

• Aluminum Moisture Content Tin - Ø:55 mm h:35 mm

• Spatula 120 mm

• Graduated Glass Cylinder 25 ml

• Carrying Case 
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